Item No. Standard Number BRIDGE TYPE Date Rated Inventory Operating Fill Thickness (in) YEAR BUILT PDF Virtis Recall No Recall No2 ecall Nolecall No

1 ASTM C1577 (10ft by 8ft by 10in) COPBOX SH 7/17/2018 1.120 1.450 24 2013 YES YES 030428
2 ASTM C1577 (10ft by 8ft by 10Qin) COPBOX SH 6/13/2018 1.040 1.350 48 2013 YES YES 030427
3 ASTM C1433 (10ft by 9ft by 10Qin) COPBOX SH 9/6/2017 1.160 1.510 42 2013 YES YES 040330
4 ASTM C850M (2400mm by2400mm by 200mm) [COPBOX SH 9/6/2017 0.960 1.250 18 2002 YES YES 080413
5 ASTM C1433 COPBOX SH 7/7/20017 0.820 1.080 42 2017 YES YES 030495
6 ASTM C76 (96" Diameter) CONPIP SH 3/7/2018 1.170 1.520 28 1992 YES YES 020727
7 ASTM C76 (96" Diameter) CONPIP SH 3/7/2018 1.170 1.520 6 1992 YES YES 020461
8 ASTM C76 (96" Diameter) CONPIP SH 3/28/2018 1.230 1.590 24 1993 YES YES 020399
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