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REFERENCE

SECTION 734 BREAKING AND SEATING PAVEMENT

SAMPLED

SMALL

TYPICAL

MATERIAL BY HANDLING REMARKS
QUANTITY TIME
| _ TESTED BY METHOD CONTAINER

ASPHALTIC SEE SECTION 501 OF THIS MANUAL.

CONCRETE

ASPHALTIC Tack Coat SEE SECTION 504 OF THIS MANUAL.

MATERIAL

TEST SECTION 734.04(b) Accept. Proj. Engr. | - | e e | For purpose of approving

Proj. Engr. equipment and pattern.

Document in Field Book.




