SECTION 710 FLOWABLE FILL

76-1

20/8

REFERENCE PURP. SAMPLED MIN. MN. QUANT. CERT. SMALL TYPICAL REMARKS
MATERIAL BY FREQ. QUANTITY HANDLING
TIME
TESTED BY METHOD CONTAINER DISTR.
PORTLAND 710.02 Prelim. SEE SECTION 901 OF THIS MANUAL
CEMENT 1001.01 Source
Mat. Lab Approval
FLY ASH 710.02 Prelim . SEE SECTION 901 OF THIS MANUAL
1018.15 Source
Mat. Lab Approval
SAND 710.02 Prelim. SEE SECTION 901 OF THIS MANUAL
1003.02 Source
Mat. Lab Approval
WATER 710.02 Prelim: Proj-—Engr. HSource* +qt *Drinkable water
1018.01 Source S 303 Plastic Bottle | - | = - 11 Days need not be sampled.
Approval




