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Louisiana Department of Transportation and Development
HOT APPLIED MODIFIED ASPHALT CEMENT FOR
ASPHALTIC SURFACE TREATMENT (AC-15-5 TR) OR (PAC-15)
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MATERIALS AND TESTING SECTION RESULTS:
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DISTRICT LAB RESULTS:
DISTRICT LAB NUMBER

Tank Penetration
Tank Viscosity

*PENETRATION, 25°C, 100 g, 5 SEC.,
1 2 3

% Difference
% Difference

dmm (AASHTO T 49)

*VISCOSITY, ROTATIONAL, SPINDLE # SC 4- '
{AASHTO TP48)

RPM, 135°C, Pa's

{ mPa-s x 0.001)

*NOTE:
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CERTIFICATE OF DELIVERY LAB NUMBER

IF MATERIAL FAILS, SUBMIT TO THE MATERIALS LAB.
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ENTER ‘P” FOR PASSING RESULTS. AN ENTRY OF ‘F”IS NOT ALLOWED.

Date:

APPROVED BY:
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